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1.  TOPIC  

When subjected to fire exposure, construction elements performances are reduced by the effect of the 
temperature increase. At the SIMPSON STRONG -TIE company request, CSTB has performed a study aimed at the 
evaluation of the fire behaviour of the AT-HP injection resin system used in conjunction with concrete reinforcing 
rebar (d 8 to 32 mm).  
 

The present study is aimed at supplying data for the design of the injection anchoring system when exposed to 
fire. This report presents values of bond capacities and load capacities respectively an for overlap joint application 
and for an anchorage application using the mortar product AT-HP.  
 
 

WARNING  
 
This repor t does not deal with the mechanical design at ambient temperature; neither does it deal with the 

design according to other accidental solicitations. Design at ambient temperature shall be carried out before 
fire design.  
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structures exposed to fire. CEN, Bruxelles, Belgique; 2002.  
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design. CEN, Bruxelles, Belgique; 2005.  
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4.  BACKROUND  

4.1  Evaluation method  
 
The fire evaluation is performed with three steps.  
 

1)  First, an experimental program of pullout tests at high temperatures is carried out in order to determine 
a relationship between bond resistance and temperature [2]. This relationship is then expressed by a 
temperature reduction factor 0<k( —)<1 which describes the decrease of resistance of the bond system 

(see PART 5).  

 
2)  Secondly, a thermal calculation using the  method described in EN 1991 -1-2, section 3 [3] is performed 

in order to determine the temperature distribution along the bonded rebar for each fire duration and for 
a given structural configuration.  

 
3)  Finally, at each time during the fire, the bond resista nces are determined along the bonded rebar. For 

the anchor application the load resistance is calculated by integrating the bond resistances along the 
embedded depth.  
 
 
 

Figure 1 presents the steps of the method used in this evaluation and the correspondin g parts of the report.  
 

 

Figure 1  : Method used for fire evaluation of bonded rebars  
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The evaluation covers two structural uses of post - installed rebars in concrete (Figure 2): i) the overlap joint 
application  and ii) the  anchor application . 

 
i)  In the overlap joint application for a slab -slab configuration where the lower surface is exposed to 

fire, the temperature is uniform. The bond resistance is uniform along the bond and depends on the 
concrete cover and the duration of  the fire (PART 6.2).  
 

ii)  In the anchor application for a beam -wall configuration where at least one side of the wall is exposed 
to fire, the temperature along the bond (inside the wall) is not uniform. This leads to different bond 

resistances and the load resistance is calculated by integration of the bond resistances along the 
lateral surface of the rebar (PART 7.2).  

 
 

OVERLAP JOINT  

(Slab-Slab connection) 

ANCHOR 

(Beam-Wall connection) 

 

 

Figure 2  : Sketches of a Slab - Slab connection left and of a Beam - Wall connection  
 
 

4.2  Application scope  
 
The values of load resistances presented in this report are applicable for given parameters: Concrete class, 
structural configuration, fire duration, bar diameter, bond length, concrete cover and maximal temperatur es. The 
result tables are provided in appendices 1 and 2.  
 

i)  Concrete class  
The fire evaluation is applicable for C20/25 concrete. According to the EAD  [1], the ultimate bond 
resistance in C20/25 concrete is equal to f bd=2,30 N/mm² for bar diameters between 8 and 32 mm.  

 

ii)  Structural configurations  
The fire evaluation covers slab -slab and beam -wall configurations for beams with a width higher than 
40 cm. Load resistances of the beam -wall configuration may be conservatively applied to a slab -slab 

configuration. The bond resistances of the slab -slab configuration SHALL NOT be applied to a beam -
beam configuration.  
 

iii)  Fire durations  
The bond resistances and load resistances are provided at 30, 60, 90, 120, 180 and 240 min under 
a standardized ISO 834 -1 fire. Thermal loading is calculated using the method described in EN 1991 -

1-2, section 3 [3].  
 

iv)  Bar diameters  
The fire evaluation covers steel rebars with diameters of 8, 10, 12, 14, 16, 20, 25, 28 and 32 mm 
with a yield strength of 500 N/mm².  
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v)  Bond lengths  
For the sla b-slab configuration, the bond resistances are provided. The calculation of the bond length 

shall be carried out in accordance with EN 1992 -1-1, section 8 [4].  
 
For the beam -wall connection, the load capacities are calculated for lengths between the minima l 
length l b,min and the maximal anchorage length conditioned by the yielding of steel. The minimal 
embedment length l b,min  is calculated in accordance with EN 1992 -1-1,  section 8 [4] (see equation 
below).  
 

l fire,min  =  lb,min  = max{0,3.l b,rqd  ; 10. d ; 100 m m}  
 
Where l b,rqd is the required basic anchorage length  

ὰȟ Ȣ Ȣ
ȟ

Ȣ
  

 

Where:  

„s, yield  = 500 N/mm ² is the yield stress of steel  

M = 1,5 is the material coefficient  

fbd  = 2.3 N/mm² is the design bond strength in C20/25 concrete.  
d is the diameter of the bar  
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Where:  
„s, yield  = 500 N/mm ² is the yield stress of steel  

Nrebar yield  is the design yielding load of the rebar  
M = 1,5 is the material coefficient  

d is the diameter of the bar  
 

 
Table 1 presents the minimal embedment lengths and yielding loads.  
 

Table 1  : Minimal embedment lengths and yielding loads  

Rebar diameter (mm) 8 10 12 14 16 20 25 28 32 

Required anchorage length lb,rqd (mm) 290 362 435 507 580 725 906 1014 1159 

Minimum anchorage length lb,min (mm) 100 109 130 152 174 217 272 304 348 

Design Yielding load of the rebar (kN) 16.8 26.2 37.7 51.3 67.0 104.7 163.6 205.3 268.1 
 
 
 

vi)  Concrete cover  

Choice of the concrete cover shall be carried out in accordance with EN 1992 -1-1, section 4 [4]. In 
this evaluation, concrete cover is only considered for the thermal protection it brings to the rebar.  

 
For the slab -slab configuration , bond resistances are provided for different concrete covers starting 
at 40 mm.  
For the beam -wall connection , the concrete cover in the beam influences the temperature distribution 

along the rebar in the thickness of the wall. The load resis tances are provided for concrete covers 
inside the beam of 10, 20, 30 and 40 mm. Results are only provided for concrete covers superior to 
the diameter of the bar in accordance with EN 1992 -1-1, section 4 [4].  
 

vii)  Maximal temperatures  
In accordance to EN 1992 -1-2, section 5 [5] steel resistance remains constant between 20°C and 
350°C for bar laminated at high temperature. Therefore resistances are only considered along the 

parts of the bond below 350°C. Furthermore, the resistance is considered equal to zero a bove the 
temperature —max  (described in PART 5.1) linked to the mortar behavior.   
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5.  BOND RESISTANCE ï TEMPERATURE RELATIONSH IP  

5.1  Experimental bond resistances  
 
A pullout test campaign is carried out at high temperature on 20 samples using rebars with a diamet er of 12 mm 
and an embedment depth of 120 mm. The test procedure and results of this campaign are described in the test 
report n° MRF 14 26052390 [2]. Table 2 presents the results of these tests.  
The experimental bond resistances are determined directly from the applied load using the following equation.  
 

█╫
╝╪▬▬■░▄▀

ⱫȢ▀Ȣ■○
  

 
Where  

fb is the bond resistance  
Napplied  is the applied load during the heating  
d is the bar diameter  
lv is the embedment length  

 
 

Table 2  : Pullout test results performed at high temperatures  

High temperature pullout test results 

TC1 (°C) TC2 (°C) 
Bond 

Temp. (°C) 
Load (kN) 

d 
(mm) 

lv 
(mm) 

Bond 
strength 
(N/mm²) 

361 299 320 3.0 12 120 0.7 

131 146 136 10.0 12 120 2.2 

125 107 113 20.0 12 120 4.4 

55 74 61 30.1 12 120 6.7 

38 45 40 49.9 12 120 11.0 

90 97 92 12.5 8 80 6.2 

46 63 52 18.0 8 80 9.0 

123 129 125 8.7 10 100 2.8 

35 49 40 35.0 10 100 11.1 

125 118 121 9.0 12 120 2.0 

146 104 118 16.6 12 120 3.7 

97 78 84 24.2 12 120 5.3 

56 74 62 31.8 12 120 7.0 

54 77 61 35.0 12 120 7.7 

30 29 29 46.9 12 120 10.4 

21 21 21 54.5 12 120 12.0 

95 101 97 38.0 16 160 4.7 

39 38 38 75.0 16 160 9.3 

125 127 125 30.0 20 200 2.4 

115 102 106 50.0 20 200 4.0 
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Figure 3  : Experimental bond strengths vs temperature and trend curve  

 
 

The load values were chosen during the test campaign to ensure that the maximal distance between two data 
points was lower than 1,5 N/mm² and lower than 100°C between 20°C and 136 °C. Figure 3 presents the 
experimental bond resistances vs. temperature. A n exponential trend curve is used to describe the bond 
resistance - temperature relationship analytically using the fallowing equation.  
 

█╫□Ᵽ ╪Ȣ▄╫ȢⱣ  
 

Where:  
fbm (ȅ) is the mean bond resistance at the temperature ȅ (in N/mmĮ) 
ȅ is the temperature of the bond material

 
a and b are the exponential fitting curve constants

 
 
The maximal temperature reached during the tests is identified as —max . 

 

For the AT-HP injection system, the a, b and —max  parameters are  presented in Table 3. 

 

 

Table 3  : Injection system parameters  

Mortar parameters 

a= 18.344 N/mm² 

b= 0.015 /°C 

— max=  136 °C 

—1=  40 °C 
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5.2  Temperature reduction factor  
 
The temperature reduction factor k(ȅ) is determined from the fitted curve fbm (—) to describe the variation of 

resistance of the injection system with temperature. It is calculated using the fallowing equations.  
 

▓Ᵽ
█╫□Ᵽ

█╫□ȟ►▄▲ȟ▀
   █▫►   Ј╒ Ᵽ Ᵽ□╪●  

 
▓Ᵽ    █▫►   Ᵽ Ᵽ□╪●  
 
Where:  

k(ȅ) temperature reduction factor  
fbm(ȅ) is the mean bond resistance at the temperature ȅ 
fbm,req,d  =min{10 N/mm² ; f bm (—)} is the required bond resistance at cold state  

ȅ is the temperature of the bond  
ȅmax  maximal temperature measured during the tests  

 
 

Figure 4 presents the variation of the temperature reduction factor vs. temperature for the AT-HP injection system. 
No extrapolation beyond test temperatures is allowed. For temperatures higher than the maximal measured  

temperature during the tests (ȅmax ),  the reduction factor k(ȅ) is equal to zero. 

 
 

 
Figure 4  : Temperature reduction factor k( —) vs. temperature  
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6.  OVERLAP JOINT APPLIC ATION (SLAB - SLAB CON NECTION)  

6.1  Temperature fields  
 

The knowledge of the fire behaviour of traditional concrete structures to assess the temperature distribution for 
every fire duration by modeling the thermal exchanges inside concrete elements. The temperature profile depends 
on the connection configuration: slab -slab or beam -wall. These temperatures are calculated  using the finite 
elements method in accordance with EN 1991 -1-2, section 3 [3] with the CAST3M software.  
 

At the initial time (t=0) every element temperature is supposed equal to 20°C.  
 
The fire is modeled by a heat flux on the exposed faces of the struct ure. This heat flux is a function of the gas 
temperature —g for which the evolution is given by the conventional ISO 834 -1 time - temperature relationship (EN 

1991 -1-2, section 3 [3]).  

 

Ᵽ▌◄ Ᵽ Ȣ■▫▌ Ȣ◄   
 
Where:  

—g is the gas temperature  

—0=20 °C is the initial temperature  

 t  is the time in minutes  
 
The entering flux in a heated element is the sum of the convective and the radiation parts:  

ü convective flux density: ⱴ╬ ▐ȢⱣ▌ Ᵽ▼   
  (W/m 2),  

ü radiation flux density: ⱴ╬ ⱠȢⱭȢⱣ▌ Ᵽ▼  
  (W/m 2).  

Where:  

s is the Stefan -Boltzmann parameter  

—s is the surface temperature of the heated element  

e is the resulting emissive coefficient  

h is the exchange coefficient for convection  
 
The exchange co efficients, presented in Table 4, are given by EN 1992 -1-2, appendix A [5].  
 

Table 4  : Values for the exchange coefficients  
 h(W/m²K)  e 

Fire exposed side  25  0.7  

 
In this study, only concrete is considered in the thermal calculation (EN 1992 -1-2, section 4 [5]). The concrete 
thermal properties are provided by EN 1992 -1-2, section 3 [5]. The variations of thermal conductivity, mass 
density and specific heat are repre sented in Figure 5. The peak of the specific heat corresponds to a concrete 
having a water percentage of 1,5% in accordance with EN 1992 -1-2, appendix A [5].  
 

 
Figure 5  : Variations of thermal conductivity, density and specific heat of concrete according  

to EN 1992 - 1 - 2  
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For a slab -slab connection (Figure 2), the thermal calculation is carried out on a two dimensional mesh by applying 
the fire heat flux as boundary condition on the lower surface. No boundary condition at 20°C is applied on the 

upper surfa ce to be conservative.  
 
The isotherms are horizontal implying that the temperature is uniform along the bonding interface and equal to 
the temperature in a slab at a depth equivalent to the concrete cover. Figure 6 presents the temperature versus 
concrete cover at 0, 30, 60, 90, 120, 180 and 240 min during an ISO 834 -1 fire. The same temperature curves 
are provided in EN 1992 -1-2, appendix A [5].  
 

 

 
 

Figure 6  : Temperature vs. concrete cover temperature at 0, 30, 60, 90, 120, 180 and 240 

min during an ISO 834 - 1 fire  
 

6.2  Design bond resistances  
 
From the temperature curves (Part 6.1, Figure 6) and the temperature reduction factor k( —) (Part 5.2, Figure 4), 

the values of the design bond resistances f bd,fire are determined using the fallowing equation.  
 

█╫▀ȟ█░►▄Ᵽ █╫▀ȟ Ј╒Ȣ
♬╜ȟ Ј╒

♬╜ȟ█░►▄
Ȣ▓Ᵽ  

 
Where:  

fbd,fire (—) is the design bond resistance that depends on temperature  

fbd,20°C =2,3 for C20/25 concrete is the design bond strength at 20°C  
M,20°C =1,5 is the material coefficient a t ambient temperature  

M,fire =1 is the material coefficient in a fire situation  

k(—) is the temperature reduction factor  

 
 

Appendix 1 presents values of the design bond resistance for different concrete covers at 30, 60, 90, 120, 180 
and 240 min during an ISO 834 -1 fire.  

 
 
The material safety factor applicable for the accidental situation of fire is equal to 1 according to EN  1992 -1-2, 
section 2 [5], while it is equal to 1,5 at ambient temperature. This leads to obtaining higher values of load 
resistances at the beginning of a fire in fire design in comparison to ambient temperature design for the same 
rebar geometry. Design a t ambient temperature shall be carried out before fire design.  
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7.  ANCHOR APPLICATION ( BEAM - WALL CONNECTION )  

7.1  Temperature fields  
 
For a beam -wall connection (Figure 2) where the rebar is bonded inside the wall, there is a temperature gradient 
in the thickness of the wall. The temperature along the bonding interface is not uniform and depends on the fire 
duration, the anchoring length and the concrete cover of the rebar inside the beam (which acts as a protection 
against thermal exposure). Therefore, the tempera ture profiles along the bond are determined for each fire 
duration, for each bonded length and for the concrete covers inside the beam of 10, 20, 30 and 40 mm.  

 
A three dimensional mesh was used. Due to symmetry considerations only half of the structure is  meshed (Figure 
7). The same calculation parameters (material thermal properties, time - temperature curve, convective and 
radiation exchange coefficients) as the ones described in PART 6.1 are applied.  
  

The boundary conditions are:  
ü On the lower and lateral sides of the beam fire heat fluxes are applied to the elements.  

ü On the side of the wall where the beam is connected, the fire heat fluxes are applied to the elements.  
ü No heat exchange condition is applied on the other sides.  

 
 

 
Figure 7  : Mesh us ed for thermal calculations for the beam - wall connection  
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Figure 8 presents the calculated thermal fields at 30, 90 and 240 min. The geometry of the mesh of the beam 
used for calculations is taken large enough so that the isotherms at 240 min of heating a re parallel to the concrete 
surfaces (Figure 8). This implies that the same temperature profiles along the rebar would be obtained for larger 

and higher beams. The beam height was equal to 300 mm and the beam width was equal to 400 mm.  
 
 

30 min 

Temperature scale 
 

 

 
90 min 
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Figure 8  : Temperature fields at 30, 90 and 240 min during an ISO 834 - 1 fire for the beam -

wall connection  
  


